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Abstract:
Chitosan modified iron-cobalt nanoparticles (CMNPs) were used for phosphate adsorption in synthetic
wastewater and river water from the Jordan river in Tunja, Boyacá, Colombia. Phosphate adsorption by
CMNPs reached 52.7% in synthetic wastewater and 58.7% in water taken from the Jordan river. This
indicates that the CMNPs ability to adsorb phosphates is independent of other components within river
water. Additionally, adsorption measurements were taken using the average pH, temperature, and phosphate
concentration of the river water in order to ensure results comparable to those of (Kim 2017). A maximum
adsorption rate of 0.138 mg of phosphate per gram of adsorbent was found with the majority of adsorption
taking place within the first 15 minutes of contact with the adsorbent. The adsorption of phosphates using
CMNPs presents an effective and environmentally friendly solution to reducing phosphates in aquatic
ecosystems without altering the characteristics of river water.
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1. INTRODUCTION:

Eutrophication is increased plant or algae growth
due to an increase in nutrients. [5] [6] An increase
in concentration of nutrients causes plants and algae
to grow depleting the water oxygen levels to a point
at which few species can survive. Although typical
phosphate concentrations in unpolluted freshwater
systems can range from 0.01 mg/L to 0.025
mg/L, increases in agricultural activity and city
wastewater can increase phosphate concentrations
which may lead to eutrophication. [7]

Phosphorus plays a key role in cellular
mechanisms and ecosystems, including the ability
of a cell to store and transfer energy, as well as
in its genetic makeup. Cells utilize adenosine
triphosphate (ATP) as energy storage for muscle
contraction, photosynthesis, and protein synthesis.
[1] [2] Phosphorus is typically found in rocks and
mineral deposits, although, it is considered to
be a limited resource. [3] Through erosion and
human activities, phosphate ions are gradually
released, and their solubility in water presents
problems for aquatic ecosystems. Phosphate
exists primarily in two forms: orthophosphate
and elemental phosphorus. [4] Orthophosphate
is the primary form of dissolved phosphate in
aquatic environments, however depending on
environmental conditions, particular phosphates
may also cycle from one form to the other. [4] One
of the problems that high phosphate concentrations
in aquatic ecosystems cause is eutrophication.
a
a

The city of Tunja is located about 130 km
northeast of Bogotá on the Andes mountain range
and is the capital of the department of Boyacá,
Colombia. Due to its geographical location, it is
the source of the Jordan river which runs through
the city of Tunja. At its source, the water looks
crystal clear; however, as it flows through Tunja,
it takes on a murky and pungent character which
is due to industrial waste, rainfall runoff, and
agricultural runoff. The regulatory agency in
charge of monitoring the quality of the river found
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elevated levels of phosphorus, with concentrations
ranging between 0.801 and 11.0 mg/L, which are
greater than the legally permitted concentration of
10.0 mg/L. [8]

Scientific Genesys 10 UV-Vis spectrophotometer
set at a wavelength of 420 nm. [18]
2.1 Synthesis of Iron-Cobalt
Nanoparticles

In order to help mitigate the consequences of
excess phosphorus concentrations, a combination
of magnetic nanoparticles and polysaccharides
(chitosan) are linked together to form chitosan
modified nanoparticles (CMNPs). CMNPs were
chosen due to previous studies demonstrating
their ability to adsorb phosphates in aquatic
environments. [9] [10] [11] [12] The nanoparticles
synthesized utilize a Co/Fe molar ratio equal to
80/20 due to its superior magnetic properties
which aide in its recuperation. [13] Chitosan, a
polysaccharide which is derived from the shells
of crustaceans, can adsorb various pollutants
and is biodegradable. [9] Magnetic nanoparticles
alone are unable to adsorb phosphates as they do
not have the specific site nor charge; however,
they are insoluble in water [14]. Chitosan has
been broadly studied as composite for controlled
release or adsorption of different metals or
organic molecules [15] Modified chitosan can
create bonds with dissolved phosphate, but as
a result becomes soluble in water. When the
nanoparticles and chitosan are combined, they
form a gel, which has a low solubility in water
and a greater affinity for adsorbing phosphates.
[12]. This reduced solubility and ability to
perform multiple adsorption/desorption cycles
with great efficiency is a primary reason why it
is of great interest. [9] [16] [10] [17] This makes
it particularly useful to adsorb phosphates within
an aquatic environment to reduce the likelihood
of eutrophication.

			

The method developed by Chirac (2008) was
used to synthesize the magnetic nanoparticles.
A stochiometric mix of iron (0.014M) and cobalt
(0.057M) sulfides were dissolved in 50 mL of
ethylene glycol. The pH was then adjusted to 11
using aqueous NaOH 3M and the entire mixture
was refluxed for 4 h at a temperature of 185°C
in order to obtain nanoparticles of Co80Fe20.
After refluxing, the mixture was cooled to room
temperature and centrifuged for 1 h at 4000 RPM
in order to separate the nanoparticles from the
ethylene glycol. The nanoparticles were then
washed with distilled water and dried in an oven
at 40°C for 24 h. Calcination of the nanoparticles
was performed at 600°C for 2 h to improve their
magnetic behavior.
2.2 Modification of Iron-Cobalt
Nanoparticles with Chitosan
The chitosan solution was based on the
procedure developed by Kim (2017). The chitosan
solution was prepared using a concentration of 3%
w/w low molecular weight chitosan dissolved in
70mL of diluted acetic acid (2%w/w). This solution
was heated to 60°C and mixed at 500 RPM for 12
h in order to facilitate a homogeneous mixture. 30
mL of distilled water containing the nanoparticles
(6%w/w) was then added to the chitosan mixture.
Afterwards, 50mL of NaOH 0.2M in methanol was
then added to the nanoparticle/chitosan solution
at a rate of 4mL/min and left to mix for 12 h. The
resulting gel was then washed with deionized
water and centrifuged in order to be applied to
wastewater samples and synthetic wastewater.

2. Materials and Methods
All the reagents utilized were of analytical
grade. Iron sulfate heptahydrate 99.5%, cobalt sulfate heptahydrate 99.5%, sodium hydroxide 98%,
acetic acid 99.5%, ammonium meta-vanadate
98%, ammonium molybdate 98%, ethylene glycol
99%, and methanol 99% were obtained from Panreac. Hydrochloric acid was obtained from J.T.
Baker and monopotassium phosphate 99% was
obtained from Lobachemie. All solutions were
prepared using distilled water. Phosphate concentrations were determined using the Standard
Methods (SM) protocol 4500 P-C utilizing vanadomolybdophosphoric acid and a Thermo Fisher

2.3 Application of Chitosan Modified
Nanoparticles (CMNPs) to Synthetic
and Natural Wastewater.
In order to test the CMNPs ability to adsorb
phosphates, a phosphate mixture of 2.00 mg/L
(KH2PO4) and distilled water was used to mimic
natural wastewater. [9] All testing was performed
with water at room temperature (23°C) and a pH
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of 7.5. This synthetic wastewater was placed into
a 1L bottle and pumped through a Vera Varistaltic
Pump Plus (0.4 flow speed, 40 mL/min) and into
the bottom of an Büchner flask. Afterwards, 15
g of the CMNP gel was placed at the bottom of
the Büchner flask and mixed with the synthetic
wastewater with a magnetic stir bar spinning at
500RPM. Once the water overflowed through
the hose barb of the Büchner flask, 40 mL was
collected in a 50mL Falcon conical centrifuge tube.
This tube was then marked in order to measure
phosphate adsorption. The rest of the solution
in the Büchner flask was poured into separate
50mL Falcon conical centrifuge tubes. The tubes
were then centrifuged for 30 min at 4000 RPM.
In order to measure phosphate adsorption from
the marked tube, 25mL of solution was taken

and placed in a 50 mL volumetric flask. Then,
10 mL of vanadomolybdophosphoric acid was
added with distilled water being filled up to the
50 mL line. This method developed a yellow
color from which absorbance could be measured
using a spectrophotometer set to 420nm. [18] The
supernatant (CMNP gel) from all of the tubes was
then extracted and placed in a beaker with 100 mL
of NaOH 5mM for 12 h stirring at 500 RPM in order
to release the bound phosphates and recuperate the
CMNPs for reuse. This process was repeated for
each adsorption/desorption cycle as well as with
the use of natural wastewater. Variables were also
adjusted, as mentioned in Table 1 below, in order
to test adsorption/desorption efficiency regarding
the different variables.

2.4 Characterization of CMNPs
Table 1: Experimental conditions

Variables
Exp
1
2
3
4
5

Water Type

Flow Rate

Desorption Time

mL/min

h

Synthetic
River
River
River
River

40
40
40
20
40

12
12
12
12
6

Phosphate concentrations were measured using
a Thermo Fisher Scientific Genesys 10 UV-Vis
spectrophotometer set at a wavelength of 420nm.
To determine the structure and functional groups
present in the sample, FTIR-ATR was performed
using a Shimadzu IRPrestige-21. Additionally,
XRD was performed to determine the crystalline
structure of the nanoparticles using a PanAlytical
X’Pert PRO X-Ray diffractometer. SEM images
were taken with a Zeiss Sigma FE-SEM coupled
with EDX spectroscopy, while TEM images were
taken with a JEOL USA JEM 1200X.

Quantity of
CMNPs
g

15
15
22.5
15
15

data needed. 0.5g of CMNPs were added to each
of the six Erlenmeyer flasks of 150mL. 50 mL
of phosphate solution with a different initial
concentration of phosphate was added: (C0 = 0.5,
1.0, 3.0, 6.0, 20.0, and 50.0 mg P/L) to each of the
flasks. The solutions were shaken on a horizontal
shaker for 6 h at 150 RPM and at a temperature of
23°C. Afterwards, 25mL of the phosphate solution
was taken and placed in a 50 mL volumetric flask.
Then, 10 mL of vanadomolybdophosphoric acid
was added with distilled water being filled up to
the 50 mL line. This method developed a yellow
color from which absorbance could be measured
using a spectrophotometer set to 420nm. [18] The
amount of phosphate adsorbed at equilibrium (qe,
mg/g) was calculated by the following equation:

2.5 Adsorption Isotherm Modeling
In order to determine the CMNPs ability
to adsorb phosphates, an adsorption isotherm
model was needed. A series of batch tests in test
tubes were conducted to obtain the experimental
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Where C0 and Ce are the initial and equilibrium
phosphate concentrations in (mg/L), respectively.
V is the volume of the solution in (L), and m is the
mass of the adsorbent in (g).

Where qe is the adsorption capacity in (mg/g),
and qm (mg/g) and K L (L/mg) are constants related
to adsorption capacity and energy of adsorption,
respectively. Additionally, an adsorption kinetics
test using 2mg/L of phosphate solution and 15g
of adsorbent in a 250mL flask was performed.
Measurements were taken every five minutes and
quantified using the vanadomolybdophosphoric
acid mentioned above. The equation utilized
the non-linear Langmuir adsorption isotherm
equation due to the fact that the graph was nonlinear.

The experimental isotherm would then be
analyzed with the Langmuir isotherm models. The
Langmuir isotherm model assumes that adsorption
can only occur at a specific number of sites and
that the adsorbent layer is one molecule thick. [19]
The non-linear Langmuir adsorption isotherm is
demonstrated by the following equation:

𝑞𝑞 = 𝑞𝑞 𝐾𝐾

𝐶𝐶
1 + 𝐾𝐾 𝐶𝐶

3. RESULTS
3.1 Phosphate Adsorption
Table 2: Results from experimental conditions during phosphate removal
Exp

% of Phosphate Removed (2.0 mg/L initial P concentration)
1st Cycle

2nd Cycle

3rd Cycle

4th Cycle

5th Cycle

6th Cycle

1

52.73

42.97

37.11

33.20

29.30

25.39

2

58.72

42.70

37.37

33.81

30.25

24.91

3

89.52

85.59

84.28

79.04

72.93

66.38

4

63.91

59.13

54.35

51.74

47.39

43.04

5

54.35

34.42

25.36

9.06

1.81

N/A

3.2 Possible Mechanism for Phosphate
Adsorption

The efficiency of phosphate removal under
various conditions in both synthetic and natural
river water is shown in Table 2. The results
indicated that both the synthetic water and river
water were equally able to be treated with CMNPs.
These results are promising as other studies have
indicated high phosphate adsorption capabilities
in low pH environments (pH of 3-8) and with a
significantly slower flow rate (7 mL/min). [9] [10]
This also suggests that other components within
the water, such as nitrates, sulfides, and heavy
metals, do not impact the adsorption of phosphates
to a significant degree as adsorption in water
containing these components were similar to that
of the synthetic wastewater. Additionally, it is
important to highlight the fact that a slower flow
rate would be acceptable, however altering the pH
to a lower value would prove detrimental to aquatic
ecosystems. An ideal compromise would involve
a combination of lower flow rate and an increased
quantity of CMNPs added to the water.

A possible mechanism for the adsorption
of phosphate involves crosslinking with other
components. [12] Figure 1 demonstrates a
proposed phosphate adsorption mechanism due
to chitosan’s two excellent functional groups;
-NH2 and -OH. These functional groups provide
the ability to combine with various compounds to
treat wastewater. [20] It has been suggested that as
the primary amine group becomes protonated in
acidic conditions it binds to the metal oxide leaving
the hydroxide group, as well as other protonated
amine groups of the chitosan polymer with a
partial positive charge allowing for electrostatic
interactions with the negatively charged phosphate
ions. [21] Since chitosan forms long chains
of polymers, it has more than one adsorption
site, which makes it an attractive method for
adsorption. [22] During desorption with NaOH, the
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phosphate groups lose their attraction to the now
unprotonated amine groups and as a result further
adsorption tests yield less phosphate adsorption.

Figure 1 demonstrates the proposed mechanism
for phosphate adsorption using the protonated
amine groups.

Figure 1: Possible Mechanism for Phosphate Adsorption

3.3 Characterization

shows peaks at 1014 cm-1 suggesting the vibration of
a C-O-C bond. A peak at 1415 cm-1 demonstrates
a deformation of the -CH bond bound to the -OH
while a peak at 1543 cm-1 demonstrates the N-H
bending of the amine group.

3.3.1 Fourier-Transform Infrared Spectroscopy
FTIR-ATR
Fourier-Transform Infrared Spectroscopy coupled
with Attenuated Total Reflectance (FTIR-ATR) was
utilized to determine the structure of the CMNPs
which was taken before adsorption and after
adsorption. Figure 2 demonstrates the differences
in IR spectrums between pure chitosan and the
CMNPs before and after adsorption. Pure chitosan

The spectra of CMNPs before adsorption
indicated peaks at 3100-3400 cm-1 showing the
presence of -OH stretching vibrations. The characteristic peak at 1546 cm-1 is more intense demonstrating
N-H bending of the amine group as it is protonated.A
peak at 1407 cm-1 which is also more intense,

Figure 2: FTIR-ATR of Pure Chitosan and CMNPs.
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demonstrates a deformation of the -CH bond bound
to the -OH which has a larger dipole moment. A
slight peak at 1195 cm-1 suggests vibration of a
C-O-C bond. [21] [23] A final peak at 810 cm-1
suggests the bending of a CH bond.

Sample Magnetometer (VSM) as shown in
figure 3. The hysteresis curve of the synthesized
nanoparticles demonstrated magnetic saturation
values of 95 emu/g as the external magnetic
field applied increases. This value demonstrates
that the synthesized Co80Fe20 nanoparticles are
superparamagnetic in their behavior with results
comparable to those obtained by Chirac (2008) of
120 emu/g. The values also demonstrate that the
synthesized nanoparticles will not be attracted
to one another, but rather only present magnetic
behavior in the presence of an external source. The
similarity in results demonstrates that the methods
used in synthesizing nanoparticles is replicable and
reliable.

The spectra of CMNPs after adsorption is like
that of pure chitosan. A peak at 1029 cm-1 suggests
the vibration of a C-O-C bond indicating that the
polymer is still present. A slight peak at 1381 cm-1
demonstrates a lower deformation of the -CH
bond bound to the -OH while another slight peak
at 1523 cm-1 demonstrates less N-H bending of the
amine group.
3.3.2 Vibrating-Sample Magnetometer (VSM)
The magnetic strength of the synthesized
nanoparticles was analyzed using a Vibrating-

Figure 3: Magnetic strength using VSM

making them ideal for creating a complex with
chitosan. Additionally, Energy-dispersive X-ray
spectroscopy (EDS) was used to determine the
composition and percent atomic mass of the
nanoparticles synthesized in Figure 5 and is
displayed in Figure 6. EDS analysis confirmed that
the nanoparticles synthesized were composed of
iron and cobalt. Carbon, sodium, and oxygen are
expected due to being refluxed in ethylene glycol
and using sodium hydroxide to raise the pH.

3.3.3 Scanning Electron Microscopy (SEM) and
Transmission Electron Microscopy (TEM)
Scanning Electron Microscopy (SEM) and
Transmission Electron Microscopy (TEM) was
used to demonstrate the morphology of the
nanoparticles, which were between 80 and 120nm
in size and generally spherical in nature, as seen in
Figure 4 and 5. Due to their size, the nanoparticles
present a large surface area to volume ratio
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Figure 4: TEM images of Co80Fe20 nanoparticles

Figure 5: SEM images of Co80Fe20

Figure 6: EDS of Synthesized Nanoparticles

3.3.4 X-Ray Diffraction (XRD)

iron-cobalt powder. Characteristic peaks typical
of iron oxide were found at 31.17°, 35.12°, 41.38°,
52.38°, 57.22°, and 62.00° Bragg angle which
correspond to the various crystal planes of iron
oxide such as (220), (311), (400), (422), (511), and
(440) as referenced with JCPDS card no 19-629.
Characteristic peaks typical of cobalt oxide were
found at 22.49°, 35.12°, 44.19°, 52.60°, 70.15°, and
77.26° which correspond to the various crystal
planes of cobalt oxide such as (111), (220), (311),
(400), (511), and (440) as referenced with JCPDS

X-Ray Diffraction (XRD) was used to confirm
the presence of iron and cobalt in the nanoparticles
(Figure 7), as well as when modified with chitosan
(Figure 8). This is due to the comparison from
the diffractogram with those of the JCPDS cards.
Results from the XRD analysis of Figure 7 showed
that pure iron and cobalt nanoparticles were not
formed but were rather oxidized to form iron
oxide and cobalt oxide. Magnetite and hematite
were found to be the main components within the
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Figure 7: Analysis Co80Fe20
nanoparticles using XRD.

Figure 8: Analysis of CMNPs
using XRD.

card no. 73-1701. The CMNPs were also examined
in Figure 8 whose diffractogram closely resembled
literature values recorded using XRD. [24] [25]

The broad nature of the peaks in Figure 8 was
the result of the amorphous nature of the product.

3.3.5 Adsorption Isotherm Model

adsorbed by the CMNPs. Within the first 15
minutes, approximately 98% of the phosphate in
the water had been adsorbed. The graph on the
left side of Figure 9 also demonstrates that the
Langmuir isotherm model of adsorption capacity
for this particular study as 0.138 mg/g of adsorbent.
This particular isotherm presents an R2 value of 0.983

Adsorption isotherms were constructed from
the experimental data obtained using the different
equilibrium concentrations and analyzed using
the Langmuir isotherm model. [26] The graph on
the right side of Figure 9 demonstrates that time
significantly impacts the amount of phosphate

Figure 9: Langmuir isotherm model of adsorption capacity (left) and adsorptiontime isotherm (right) utilizing 0.5g of CMNPs for each test.

which suggests that the model is a good fit to
the experimental data. Although the adsorption
capacity is lower than other similar studies such as
26.5 by Hualin, 36.1 by Huang, 27.15 by Vicente,
and 32.73 by Kumar. [10] [16] [17] [25] This was

attributed to using CMNPs in a gel state with a
high water content thus lowering the adsorbent
capacity per gram of adsorbent or Qe. [9] [16].
However, this material could be considered as a
better absorbent than typical biosorbents [27].
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4. CONCLUSION
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